
Test Report No.: SZTYR080304856/T5 Date: APR 10, 2008 Page 1 of 4

t4PCS

: FOOKMAY PREMIUM (HK) LTD.

: CHINA

: NOT STATED

: +36 MONTH

I OVER 3 YEARS (AS PER CLIENT'S REQUIREMENTS)

: MAR 31, 2008

: APR 09, 2008

: MAR 31, 2008 TO APR 10, 2008

Result

MBWVERTRIEBSGES. I\4BH
MBW VERTRIEBSGES. I\4BH TARPER
STR.2 D-24997 WANDERUP

The following samples were submitted and identified by/on behalfofthe client as:

SamDle DescriDtion : PU BRAIN STRESS

Detailofsample : FOAM BRAIN. POLYBAG PACKED.

Sample Quantity

Supplier / Manufacture

CounW of Origin

Labeled Age Grading

Requested Age Grading

Age Group Applied in Testing

Sample Receiving Date

Further Information Date

TestingP eriod

Test Reouested

For compliance with the European Standard on Safety of Toys :-
- EN71 Pad 1:2005 - Mechanicaland Physical Properties
- EN71 Part 2:2006 - Flammability of Toys
- EN71 Part 3:1994 +41:2000 + AC:2002 - Migration of Certain Elements

ER DETAILS. PLEASE REFER TO THE FOLLOWING

Pass
Pass
Pass
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Signed for and on behalfof

Lin Shuz
Lab Manag

Member or rhe SGS Group (SGS SA)
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Results :

European Standard on Safety of Toys

- Mechanical and Physical Propertios

AS SPECIFIEDlN  EUROPEASNT ANDARDO NS AFETYO FT OYSE N71 PART1 : 2005.

Clause
4
4 .1
4.7
4.8

5 .1

Descriotion
General rcquirements
Material (by visual assessment).

Points and Wires .........

Result

Pass
Pass
Pass

Toys intendod for ch
General requirements

i ldren unde.36 month6

See Rema*

6
7
7 .1
7.2

(Remaft : Foam becomes detached as small part after test. lt is acceptable
because appopriate age waming was found on the packaging.)
Packaghg . . . . . . . . . . . . . . . . .
Wamings and instructions for use
General Requi|ements
Toys not intended for children under 36 months

Descriotion
General Requirements

Pass

Pass
Pass

- Flammability of Toys

AS SPECIFIED lN EUROPEAN STANDARD oN SAFETY OF TOYS EN71 PART 2: 2006.

Clause
4 . 1

Result
Pass
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- Migratlon of Certain Elgments

AS SPECIFIED lN EUROPEAN STANDARD ON SAFETY OF TOYS EN71 PART 3 : 1994 (NCLUDES
AMENDMENT A'1:2000 AND AMENDMENT AC:2002) - MIGMTION OF CERTAIN ELEMENTS.
ANALYSIS WAS PERFORMED BY INDUCTIVELY COUPLED PLASI\4A ATOI\4IC EMISSION
SPECTROi,IETER.

Element
Soluble Lead (Pb)
Soluble Antimony (Sb)

Soluble Aßenic (As)

Soluble garium (Ba)

Soluble Cadmium (Cd)
Soluble Chromium (Cr)

Soluble l\4ercury (H9)

Soluble Selenium (Se)

Soecimen Descdotion:
1. Grey foam (Brain)

N.B. : - Only applicable clauses were shown.

< = Less than
Results shown are ofthe adjusted analytical results.

1
< 5

< 5

< 5

< 1 0

< 5

<6.7

< '10

Limit

90 mg/kg

60 mg/kg

25 mg/kg

1000 mg/kg

75 mg,ikg

60 mg/kg

60 mg/kg

500 mg/kg
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Sample Photo:

SGS authenticate the photo on original report only

* End of Report *
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