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MBW VERTRIEBSGES. MBH
MBW VERTRIEBSGES. MBH TARPER
STR.2 D-24997 WANDERUP

The following samples were submitted and identified by/on behalf of the client as:

Sample Description : PU RED BALL STRESS

Detail of Sample : FOAM BALL. POLYBAG PACKED.

Sample Quantity :4PCS

Supplier / Manufacturer :

Country of Origin : CHINA

Labeled Age Grading : NOT STATED

Requested Age Grading : +36 MONTHS

Age Group Applied in Testing : OVER 3 YEARS (AS PER CLIENT'S REQUIREMENTS)
Sample Receiving Date : MAR 31, 2008

Further Information Date : APR 09, 2008

Testing Period : MAR 31, 2008 TO APR 10, 2008

Test Requested Result
For compliance with the European Standard on Safety of Toys :-

- EN71 Part 1:2005 — Mechanical and Physical Properties Pass
- EN71 Part 2:2006 — Flammability of Toys Pass
- EN71 Part 3:1994 +A1:2000 + AC:2002 — Migration of Certain Elements Pass

widamias* FOR FURTHER DETAILS, PLEASE REFER TO THE FOLLOWING PAGE(S) ********#+**
Signed for and on behalf of

S
Lin Shuzhen\ Dora
Lab Manager
HOKLAS Approved Signatories

Hong Kong Accreditation Service (HKAS) has accredited this laboratory under the Hong Kong Laboratory Accreditation Scheme (HOKLAS) for specific laboratory
activities as listed in the HOKLAS directory of accredited laboratories. The results shown in this report were determined by this laboratory in accordance with its
terms of accreditation.
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Results :
European Standard on Safety of Toys
- Mechanical and Physical Properties

AS SPECIFIED IN EUROPEAN STANDARD ON SAFETY OF TOYS EN71 PART 1: 2005.

Clause Description Result

4 General requirements

4.1 Material (by visual @SSESSMENT).........coviiiiiiiiiiiiiit et ceie e eee et e naeeeees Pass

47 Edges ... Pass

4.8 Points and W'res Pass

5 Toys intended for children under 36 months

55 General FEQUITEMENES ... .. iveiie e ettt et e eee et e eee ean e eee See Remark

(Remark : Foam becomes detached as small part after test. It is acceptable
because appropriate age warning was found on the packaging.)

6 Packaging: fms, ... e o SO L S L i Pass
7 Warnings and instructions for use

7451 Coneral ROqQUITBIIONTS ... . ot s ) rsivanioso s e sia s Sl s i Sy st s’ Pass
7.2 Toys not intended for children under 36 months .............cooeiiiviieeeeiieennnnn. Pass
- Flammability of Toys

AS SPECIFIED IN EUROPEAN STANDARD ON SAFETY OF TOYS EN71 PART 2: 2006.

Clause Description Result
4.1 General ReqQUIMEMENES ... ....cu sibessssosbordisnessronsnnsas bossnsssoinssssnronsassbdsastonasssssnsesinis Pass
e e e e e de e e e ke ek
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- Migration of Certain Elements

AS SPECIFIED IN EUROPEAN STANDARD ON SAFETY OF TOYS EN71 PART 3 : 1994 (INCLUDES
AMENDMENT A1:2000 AND AMENDMENT AC:2002) - MIGRATION OF CERTAIN ELEMENTS.
ANALYSIS WAS PERFORMED BY INDUCTIVELY COUPLED PLASMA ATOMIC EMISSION
SPECTROMETER.

Element 1 Limit
Soluble Lead (Pb) < 5 90 mgrkg
Soluble Antimony (Sb) =I5 60 ma/kg
Soluble Arsenic  (As) < 5 25 mgl/kg
Soluble Barium  (Ba) <10 1000 mg/kg
Soluble Cadmium (Cd) < 5 75 mglkg
Soluble Chromium (Cr) < 5 60 mg/kg
Soluble Mercury  (Hg) <6.7 60 mg/kg
Soluble Selenium (Se) <10 500 mg/kg

Specimen Description:
1. Red foam (Ball)

- <= Less than
- Results shown are of the adjusted analytical results.
- Results of specimen 1 are copied from report No. SZTYR080304852/TS.

N.B.: -  Only applicable clauses were shown.
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SGS authenticate the photo on original report only

*** End of Report ***
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